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SECTION 102 
 

CHEMICAL ADMIXTURES FOR CONCRETE 
 
 

102.1 DESCRIPTIONGENERAL REQUIREMENTS 
 

A. General 
 

Chemical admixtures for concrete shall be used as called for herein. 
 
B. Related Work 
 

Section 40 Portland Cement Concrete Pavement 
Section 55 Concrete Masonry 
Section 56 Concrete fFor Incidental Construction (Class M) 
Section 60 Concrete Curb aAnd Gutter 
Section 61 Concrete Sidewalk aAnd Handicap Ramps 
Section 62 Drop Inlets 
Section 67 Fabric Formed Concrete Mat 
 

102.2   MATERIALS (Not specified) 
 

 
102.32 CONSTRUCTIONSPECIFIC REQUIREMENTS 
 

Chemical admixtures for concrete shall conform to the requirements of AASHTO M 194. 
 
 
102.3102.4 METHOD OF MEASUREMENT & 
102.54 BASIS OF PAYMENT 
 

Chemical admixtures for concrete shall be as called for and shall be measured and paid 
for in accordance with the appropriate concrete construction sections of these 
Specifications.  There will be no separate measurement and payment for chemical 
admixtures for Concrete. 
 
 

END OF SECTION 


