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SECTION 121 
 

CORRUGATED METAL PIPE 
 

 
121.1 REQUIREMENTS 
 

A. Corrugated metal pipe shall conform to the requirements of AASHTO M 36 or 
AASHTO M 196. 

 
B. B. Bituminous coated corrugated metal pipe shall conform to the requirements of 

AASHTO M 190, except the pipe shall conform to AASHTO M 36 OR AASHTO M 
196 before coating. 

 
C. Related Work 

 
Section 11 Utility Excavation & Backfill 
Section 54   Pipe Culverts 
Section 58   Pre-cast Concrete Box Culvert 

 Section 62    Drop Inlets 
Section 63   Storm Sewer Manholes 

 
 
121.2 CONSTRUCTION REQUIREMENTS  
 

Pipe culverts and storm drains (storm sewers) shall be tested in accordance with the 
provisions contained in Section 54 – Pipe Culverts. 

 
121.2121.3 METHOD OF MEASUREMENT & 
121.4 121.3 BASIS OF PAYMENT 
 

Corrugated metal pipe will be measured and paid for in accordance with Section 54 and 
58 of these specifications. 

 
 

END OF SECTION 


